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High M wt

Columns : _Styragel, 106

.... -.0 --- _Styragel, 105
_Styragel, 104 ................

_Styragel, 103 I

, _Styragel 500

_ _ Solvent: Tetrahydrofuran (THF)

I Flow Rate: 3 ml/mln
Detection: U.V., 254nm 2.0a4fsQ

R.I., 8X

Chart Speed: 0.75 in/mln

Sample Preparation :

Weigh out 25mg of each sample into separate i0 ml vials. Add

i0 ml THF to each vial. Cap and vibrate till sample is dissolved

(0.25% solution). Filter with a sample clarification kit. Inject
500_i of each solution.
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